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      PHASE I       PHASE II       PHASE III       PHASE IV
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• DEGRADATION OF PWR MATERIALS 
	  PART I »   PART II »   PART III »
• IRRADIATION ASSISTED STRESS CORROSION CRACKING (IASCC) »
• IRRADIATION DAMAGE IN STAINLESS STEELS CAUSING IASCC »
• FRACTURE OF STAINLESS STEELS CORE MATERIAL AND NI BASE ALLOYS »
• PWR, VVER AND BWR FAULTED CHEMISTRY IN FLOW RESTRICTED AREAS - A POTENTIAL MATERIAL KILLER »
• MATERIAL DEGRADATION OF SECONDARY SIDE COMPONENTS »
• PWR CONDENSOR FAILURES AND REMEDIAL ACTIONS »
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